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Annealing, lattice disorder, and non-Fermi-liquid behavior in UCu4Pd
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The magnetic and electronic properties of non-Fermi-liquid UCu4Pd depend on annealing conditions. Local
structural changes due to this annealing are reported from UL III - and PdK-edge x-ray-absorption fine-structure
measurements. In particular, annealing decreases the fraction of Pd atoms on nominally Cu 16e sites and the
U-Cu pair-distance distribution width. This study provides quantitative information on the amount of disorder
in UCu4Pd and allows an assessment of its possible importance to the observed non-Fermi-liquid behavior.
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The UCu52xPdx system displays many of the canonic
behaviors of other non-Fermi-liquid~NFL! systems.1 For in-
stance, at low Pd concentrations,x, it is an antiferromagne
~AF!, with the Néel temperature,TN , decreasing with in-
creasingx. Nearx'1, TN is reduced toward zero2 and the
magnetic and electronic properties become that of a NFL:
low-temperature linear coefficient of the specific heat and
magnetic susceptibility diverge logarithmically@g5C/T
}x(T)} ln(T)# or as a weak power law over a more limite
temperature range.3 Unannealed samples also exhibit NF
behavior in the resistivity withr(T)2r r}T.

These observations suggest a possible quantum cri
point ~QCP! ~Refs. 1,4, and 5! as the cause of the NFL be
havior. Subsequent research found that the aforementio
behavior can also be explained with a Kondo disorder mo
~KDM !, consisting of a broad distributionP(TK) of Kondo
temperatures,TK , which extends down to very low
temperatures.6,7 Inhomogeneous broadening of the copp
nuclear magnetic resonance~NMR! line was taken as evi
dence for such a distribution,6 and lattice disorder was iden
tified as its possible microscopic origin:8 Pd and Cu atoms
were found to interchange positions within theC15b

(F4̄3m) lattice, even for UCu4Pd, which previously was
thought to possess a well-ordered structure.

In spite of the arguments supporting the KDM, there
strong evidence that this simple model does not contain
the necessary elements to explain the experimental data
consistencies include the anomalously fast muon spin-la
relaxation rates measured bymSR in a longitudinal field,9

and the measurements of the spin-lattice relaxation rat
moderately high fields (.51 kOe)10 from NMR down to 400
mK in UCu3.5Pd1.5. In addition, using lattice disorder as th
microscopic origin for the breadth ofP(TK) within a tight-
binding description for the hybridization strength and a co
stant electronic density of states has been shown to requ
continuous, nonthermal distribution in the near-neighbor u
nium pair distances,8 which has not been observed.11 Other
theories that combine critical points with disord
phenomena12 may eventually explain all the different dat
and recent work considering a Kondo/quantum spin-gl
critical point is also promising.13
0163-1829/2002/66~14!/140402~4!/$20.00 66 1404
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Despite the evidence against the KDM as a ‘‘minim
model’’ describing NFL behavior in this material, the ev
dence still indicates that disorder plays an important ro
This role is perhaps best exemplified by the series
experiments14 on annealed samples of UCu4Pd. For instance,
specific heat measurements on annealed UCu4Pd samples
show that an AF-like transition below 200 mK is suppress
toward zero temperature with increasing annealing tim
thereby extending the range of NFL behavior to lower te
peratures. In addition, the slope of the logarithmic div
gence ofg is slightly decreased by annealing. Direct expe
mental evidence is still required to show whether the m
effect of annealing is to change the degree of Pd/Cu
interchange, and if disorder in the U-Cu pair distance dis
bution is affected. This latter point is very important to qua
titatively assess the observed changes in, for instance,
specific-heat data.8,11

In order to further quantify the role of disorder, we repo
x-ray absorption fine-structure~XAFS! experiments on
samples of UCu4Pd at the PdK and the UL III edges as a
function of temperature and annealing time. We find th
annealing affects the site interchange~defined as the fraction
s, of the total number of Pd atoms to those sitting on 1e
sites! and causes a slight ordering of the U-Cu pairs, dem
strating that these pairs do exhibit some static bond-len
disorder, albeit very little. We consider these results in ter
of various possible models.

The UCu4Pd samples are the same as those reporte
Ref. 14 with the addition of one sample that was only a
nealed for one day. We will not discuss the splat-coo
sample. In particular,C/T becomes constant below 180 m
in unannealed samples due to a possible AF transition,2 and
the Sommerfeld coefficient diverges logarithmically@g
} ln(T)# above this temperature. Annealing in an evacua
quartz tube at 750°C lowers the transition temperature
the slope of the logarithmic divergence as a function of
nealing time. The transition is not observed above 35 m
after 14 days of annealing. Please see Ref. 14 for fur
details.

The UCu4Pd samples were prepared for the x-ray abso
tion measurements as described in Ref. 11. Samples w
loaded into a LHe-flow cryostat, and absorption measu
©2002 The American Physical Society02-1
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ments were collected in transmission mode on the wigg
BL 11-2 experimental station at the Stanford Synchrot
Radiation Laboratory~SSRL!, using a LN2-cooled, half-
tuned double crystal monochromator. The vertical collim
ing slits were set to 0.7 mm for the U-edge data and 0.3
for the Pd-edge data. Pd-edge data were collected aT
520 K and 300 K, although the 300 K data were only us
to verify the low-temperature results. U-edge data were c
lected at 20, 100, 200, and 300 K. Two scans were collec
at each temperature.

The XAFS data were reduced and fit inr space as de
scribed in Ref. 11. In particular, the XAFS oscillations a
defined asx(k)5m(k)/m0(k)21, wherek is the photoelec-
tron wave vector given by\2k2/2me5E2E0 , E is the inci-
dent photon energy,E0 is the photoelectron threshold energ
as determined by the edge position,me is the bare electron
mass,m(k) is thek-dependent absorption coefficient, andm0

is a slowly varying background that passes through
XAFS oscillations. We determinem0 by fitting a five-knot
cubic spline~for the Pd data! or a sixth-order Chebyche
polynomial ~for the U data! through the XAFS above the
absorption edge. The uncertainties in the present data
similar to the higher quality data in Ref. 11.

Fourier transforms ofx(k) produce peaks that, apart from
a calculable phase shift, correspond to distances betwee
absorbing atomic species and its near neighbors. Fits pro
these pair distances,r i , as well as the pair-distance distribu
tion widths,s i , for a given shell of atoms,i. Errors on the fit
parameters are estimated from the differences between s
a Monte Carlo method,15 and by comparisons to referenc
materials.16 These fits assume a site-interchange mod11

wherebys and the amplitude reduction factorS0
2 ~an overall

XAFS scale factor! determine the amplitudes of all the sca
tering shells. Disorder apart from site interchange is
counted for only in the measurements of the variouss ’s. The
possible presence of such disorder is tested by fitting
U-Cu s ’s to a correlated-Debye model,17 where any ob-
served offsetsstatic

2 necessary between the model and the d
is interpreted as static disorder. No such disorder was pr
ously observed in the UCu52xPdx system within
0.0004 Å2.11 In order to extract the U-Cu pairs and sstatic
for each sample,s needs to be determined and held fixed
all the temperature data. Since determinings from the Pd-
edge fits is less dependent on the fitting model~new peaks
appear in the XAFS spectrum!, we use the fits to the Pd dat
to fix s in the U fits. Values fors are only allowed to vary in
the U fits as a consistency check.

Fourier transform amplitudes ofk3x(k) for data collected
at 20 K for each sample are shown in Fig. 1. The larg
effects occur in the Pd data. Here, the overall amplitude
creases after the first day of annealing,exceptin the region
near 2.2 Å in the transform. This region has the contribut
from the Pd8-Cu pairs withr'2.5 Å, where ‘‘Pd8’’ denotes
a Pd on the nominally Cu 16e site. The next peak is mostl
due to the nominal Pd-Cu pairs withr'2.9 Å. In fact, most
of the rest of the spectrum is due to scattering that occur
the nominal structure. Without performing any fits, the
data are explained with the following argument: After a
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nealing, some of the site interchanged Pd8 atoms move onto
the 4c sites. This rearrangement removes weight in the 2.
region of the spectrum due to the relative decrease in
number of Pd8-Cu pairs, while increasing the relative num
ber of pairs involving Pd atoms on 4c sites, thereby increas
ing the amplitude of the rest of the spectrum. It is importa
to note that no measurable changes in the spectra occu
yond the first day of annealing.

The U-edge data tell a similar story. Here, the main d
ference between the spectra occurs in the main XAFS p
primarily due to U-Cu/Pd8 scattering at;2.9 Å. Within this
same site-interchange picture, these differences are du
U-Pd8 pairs converting to U-Cu pairs on annealing. T
peaks beyond the main peak do not change much becaus
each U-Cu/Pd8 pair at a given distance, there is a U-Pd p
at a very similar distance. A very important difference wh
comparing to the Pd edge data is that changes are obse
beyond the first day of annealing, which, given the Pd ed
data, cannot be easily attributed to changes ins.

Fits were performed as described above. In particular
S0

2 of 0.79~3! was determined for the Pd-edge fits, a
0.91~3! for the U-edge fits. These values are somewhat
ferent than those in Ref. 11, probably due to differences
the experimental conditions. In any case, apart from the
rived site interchange values reported below and pair-wi
parameters of some further peaks, the fit results agree
well with those reported previously, and so we refer t
reader to Tables II and IV in Ref. 11.

An important source of systematic error in determinings
from the Pd-edge data is the correlation between the nom
Pd-Cu pairs’ distribution widths and the measureds. This

FIG. 1. Fourier transform amplitudes ofk3x(k) XAFS data
from the ~a! Pd K edge and~b! the U L III edge. Transform range
are from ~a! 2.5–14.8 Å21 and ~b! 2.5–15 Å21, each Gaussian
narrowed by 0.3 Å21.
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correlation contributes to an estimated absolute error ons of
about 20%. However, by holding this width fixed for all th
samples, we obtain a much smaller error for comparing
differences between the data sets of&2%. We therefore
measures50.27(4) for the unannealed sample andDs
520.082(7) after and beyond one day of annealing.

Temperature dependent fits to the U-edge data were
lyzed using the correlated-Debye model. All fits can be
scribed with a correlated-Debye temperature ofQcD

5314(4) K andsstatic
2 50.0002(3) Å2, indicating little if

any static disorder. Although this model describes the d
well, a systematic decrease in the U-Cu pair width with a
nealing time is observed which can only be due to change
a finitesstatic

2 . Using the data collected at 20 K, and defini
DsX

25sU-Cu
2 (X)2sU-Cu

2 (14 days), we measureDs7 days
2

50.000 14(5) Å2, Ds1 day
2 50.000 29(3) Å2, and Ds0 day

2

50.000 44(4) Å2. These results are, therefore, lower lim
on the static disorder in these samples. Note that a chan
QcD cannot explain this ordering, sinces2}1/QcD and the 4
K estimated error onQcD implies a change of only abou
0.000 03 Å2.

Two important results of the above analysis are that
nealing the UCu4Pd samples reduces the site interchange
about 30%, and that even in the sample that was anneale
14 days, a significant amount of site interchange still occ
(s'0.19). This latter result can be inferred from the beh
ior of s with changingx in UCu52xPdx .11 Here we follow
Weberet al.,14 who noted that asx increases at lowx, a0
changes linearly untilx'0.85, at which time the slope in
creases. The difference between the extrapolated line f
low x and the measureda at x51 is about 0.006 Å. After
annealing the sample,a0 essentially agrees with the extrap
lation. Baueret al.11 noted that the fraction of 4c sites occu-
pied by Pd atoms,f 4c

Pd5x(12s), shows very similar behav
ior to the lattice parameter. To further these comparisons
show a similar extrapolation~Fig. 2! using the data from

FIG. 2. The fraction of 4c sites occupied by Pd as a function
x in UCu52xPdx . Data from Baueret al. ~Ref. 11! are shown for
comparison. Data for anneals longer than one day are indistingu
able on this scale.
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Baueret al.,11 together with the data collected for the prese
study. As in the case of the lattice parameter, thef 4c

Pd of the
annealed sample agrees well with the extrapolation fox
,0.8.

We will now try to interpret the above results within th
framework of a modified KDM and then within a gener
QCP scenario. Let us first look at the KDM. The specific h
measurements~Fig. 3! show that the slope of the logarithmi
divergence decreases with annealing time.14 Qualitatively,
this reduction is expected from a KDM, since the reduc
lattice disorder should sharpenP(TK), producing fewer low-
TK moments and therefore a slower divergence. This ef
can be calculated using the same tight-binding approach a
Refs. 8,11. However, we reiterate that this model only fits
susceptibility and specific heat data if one allows a wid
static distribution of U-Cu pair distances, which is not o
served in these materials.11 Therefore, we are forced to as
sume that a large contribution to the width ofP(TK) is due
to some other unknown source. To describe this situat
consider a widthWV to the f /conduction electron hybridiza
tion energy distributionP(Vf c) @which generatesP(TK)] as
arising from two uncorrelated contributions,

WV
25W0

21WKDM
2 ,

whereW0 has an unidentified origin andWKDM is given by a
tight-binding model with the U-Cu static bond-length dist
bution width sKDM

2 and no adjustable parameters~see Ref.
11 for details!. Using this distribution in a KDM, one can fi
the specific-heat data allowing the Fermi energy,EF , the
ratio of the density of states at the Fermi level to the b
f-level energy,r/e f , andWV to vary while holdings at the
measured value, as shown in Fig. 3. Fits to the data fr
each of the samples allow a single set of most of these v
ables to be used:EF51.11 eV, r/e f50.132 eV22, andW0
50.1448 eV, where W0 is obtained by defining
sKDM

2 (14 days)50. These fits then givesKDM
2 (7 days)

h-

FIG. 3. The electronic part of the specific heatDC/T as a func-
tion of temperature from Weberet al. ~Ref. 14! Fits are with a
Kondo disorder model within a tight-binding prescription, as d
scribed in the text.
2-3
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50.000 09(3) Å2 and sKDM
2 (0 day)50.000 33(3) Å2, in

reasonable agreement with the XAFS results. We there
conclude that the KDM requires a significant unidentifi
disorder component that is not understood purely in term
the crystal structure, but that the model can be used to
scribe thechangesin the specific heat very well in terms o
the measured structural changes. A possible origin ofW0 is
fluctuations in the local density of states,21 which are not
included in the present model. In any case, please note
we do not regardW0 as necessarily describing a real width
P(Vf c), but rather that this model describes a real contri
tion (WKDM) to the distribution width in addition to som
other mechanism. The other mechanism may only be p
nomenologically described in terms of a finiteW0.

Another theoretical framework for understanding the N
behavior is a quantum critical scenario. Here one interp
the specific-heat data in Fig. 3 as a suppression of an
transitionTN→0 due to annealing indicated by the shift
the leveling off of the curves. The logarithmic behavior
C/T is then a consequence of quantum critical fluctuatio
However, this interpretation suffers from the current lack
an established theoretical understanding how AF quan
critical fluctuations can lead to logarithmic behavior inC/T
in a three-dimensional compound, though various theo
have been put forward.18,19 Finally, we would like to note in
passing that the total entropy quenched by the logarith
slope in UCu4Pd is consistent with the data in convention
AF transitions.20

To conclude, we report measurements of the local lat
disorder as a function of annealing time in UCu4Pd. The

*Email address: chbooth@lbl.gov
1B. Andraka and G.R. Stewart, Phys. Rev. B47, 3208~1993!.
2S. Körner, A. Weber, J. Hemberger, E.-W. Scheidt, and G

Stewart, J. Low Temp. Phys.121, 105 ~2000!.
3M.C. de Andradeet al., Phys. Rev. Lett.81, 5620~1998!.
4A.J. Millis, Phys. Rev. B48, 7183~1993!.
5M.A. Continentino, Z. Phys. B: Condens. Matter101, 1240

~1996!.
6O.O. Bernal, D.E. MacLaughlin, H.G. Lukefahr, and B. Andrak

Phys. Rev. Lett.75, 2023~1995!.
7E. Miranda, V. Dobrosavljevic´, and G. Kotliar, Phys. Rev. Lett

78, 290 ~1997!.
8C.H. Booth, D.E. MacLaughlin, R.H. Heffner, R. Chau, M.B

Maple, and G.H. Kwei, Phys. Rev. Lett.81, 3960~1998!.
9D.E. MacLaughlinet al., Physica B289-290, 15 ~2000!.
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XAFS measurements show that the main effect of annea
is to decrease the fraction of Pd atoms on the nominally
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parameter.14 Although the local U-Cu environment is we
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of hidden disorder. Alternatively, quantum critical fluctu
tions may play a dominant role for the observed NFL beh
ior. Alternate models thatcombineboth the QCP and disor
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work is required to arrive at a satisfactory theoretical d
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